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AVAILABLE PASSING TCLP
RESULTS - COBALT

Attachment M

Information Request #6




TCLP LAB RESULTS

Sample ID WGC 3D Date 1/19/95
R# 4689
ANALYSIS: (ppm)

Ag -0.10 - Cr -0.50

As -5.00 Hg

Ba -3.00 Pb -0.20

Cd 0.05 Se -3.00

PASS Yes

A minus sign indicates "less than”

COMMENTS WGC cleanup



TCLP LAB RESULTS

Sample ID WGC 3A

R# 4601

ANALYSIS: (ppm)

Ag -0.10
As -5.00
Ba -3.00
Cd 0.80

PASS

A minus sign indicates "less than”

COMMENTS WGC cleanup

Date 12/19/94
Cr -0.50
Hg
Pb -0.20
Se -3.00
Yes



TCLP LAB RESULTS

Sample ID WGC 3B Date 12/8/94
R# 4587
ANALYSIS: (ppm)

Ag -0.10 : Cr 0.50

As -5.00 Hg

Ba -3.00 : Pb - -0.20

cd 0.05 , Se -3.00

PASS Yes

A minus sign indicates "less than"

COMMENTS WGC cleanup, composite
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TCLP LAB RESULTS

Sample ID §-497 Date 11/29/94
R#
ANALYSIS: (ppm)

Ag -0.10 Cr -0.50

As -5.00 Hg

Ba -3.00 Pb -0.20

Cd 0.73 Se -3.00

PASS Yes

A minus sign indicates "less than"

COMMENTS Cu Reactor tank, plant cleanup
ZCA material
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ANALYSIS PERFORMED BY AMERICAN ASEAY LABORATORIES - NYO0040

Y715

PARAMETER UNITS R-4705 R-4707 R-A8i5

ARSENIC mg/l 0.784 0.808 1.62 ]
BARIUM mag/l 0.024 0.01¢6 0.009

CADMIUM mgh 0.005 0.008 0.013

CHROMIUM mgn 1.10 1.53 4.4Q

MERCURY mg/l <0.0002 «0.0002  <0.0002

LEAD ma/l 0.618 0.838 1.27

SELENIUM magit 0.080 0.141 0.232

SILVER mg# 0.480 0.540 0.838
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TCLP LAB RESULTS

Sample ID S-0198 Date 6/16/94
R#
ANALYSIS: (ppm)

Ag Cr 2.50

As -1.00 Hg

Ba Pb -5.00

cd -1.00 Se -1.00

PASS Yes

-A minus sign indicates "less than"

commints oz CaKe





